
Specifications

Pictures

Wrought iron or steel scrap, black or galvanized, 1/64 inch and over in thickness, compressed to 
charging box size. Auto body and fender stock, burnt or hand stripped, may constitute a maximum of 
60 percent by weight. (This percent based on makeup of auto body, chassis, drive shafts, and 
bumpers.) Free of all coated material, except as found on automobiles. Free (to the extent practicable) 
of chlorinate plastics, lead and organic liquids. Minimum density: 65 lbs per cu. ft. 

ISRI Code: N/A 
ISRI name: N/A

Expected Chemistry (%; max)

Gerdau Code: 831 
Gerdau name: # 1 1/2 Bundles

Dimension (inches; max)

Type of Scrap: # 1 1/2 Bundles

Cambridge 24” x 24” x 36” 
Whitby 24” x 24” x 36” 
Manitoba N/A 
Perth Amboy 24” x 24” x 36” 
Sayreville N/A 
Knoxville N/A 
Jackson 24” x 24” x 36” 
Charlotte N/A 
Cartersville 24” x 24” x 36” 
Jacksonville 24” x 24” x 36” 
Wilton N/A 
St. Paul 24” x 24” x 36” 
Beaumont N/A 
Sand Springs N/A

Copper 0.300 
Chrome 0.150 
Nickel 0.150 
Tin 0.015 
Phosphorous 0.040 
Sulphur 0.040 
Silicon 0.250 
Molybdenum 0.030
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