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Specifications

Pictures

ISRI Code: N/A
ISRI name: N/A

Expected Chemistry (%; max)

Gerdau Code: 893
Gerdau name: B Scrap

Copper N/A
Chrome N/A
Nickel N/A
Tin N/A
Phosphorous N/A
Sulphur N/A
Molybdenum N/A

Dimension

Type of Scrap: B Scrap

Cambridge N/A
Whitby N/A
Manitoba 3/4” to 1 1/2”
Perth Amboy 3” to 8”
Sayreville 3” to 8”
Knoxville N/A 
Jackson N/A
Charlotte 1” to 4”
Cartersville N/A
Jacksonville 1” to 3”
Wilton N/A 
St. Paul N/A 
Beaumont N/A
Sand Springs N/A

Clean material recovered from slag reclamation process. 75% Fe minimum.
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